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GUANGDONG XINLEXIN EDUCATION AND CULTURE CO.,LTD 
GOUNEI INDUSTRIAL IN LIANXIA TOWN,  
CHENGHAI SHANTOU GUANGDONG CHINA 
 
The following samples were submitted and identified by/on behalf of the client as: 

EDUCATION TOYS 

Item No. : 8721, 8913, 9411, 8031, 8710, 9222, 6109, 8062, 8722, 9217, 9412, 8032, 
8716, 9223, 8760, 8063, 8723, 8009, 9413, 8033, 8717, 9225, 8759, 8064, 
8711, 9306, 9414, 8034, 8718, 9226, 9421, 8065, 8712, 9308A, 9108, 8035, 
8719, 9228, 9422, 8066, 8713, 9308, 9109, 8036, 9601, 6101, 9423, 8067, 
8715, 9311, 9111, 8037, 9602, 6102, 9424, 8068, 8707-8, 9312, 9112, 8038, 
9603, 6103, 9425, 8069, 8004-8, 9313, 9114, 600019A, 9604, 6104, 9426, 
9642, 8007-8, 9314, 9115, 9901A, 9605, 8754, 9427, 8765  

Sample Receiving Date   : AUG 06, 2019 

Testing Period   : AUG 06, 2019 TO AUG 09, 2019 

 

Test Requested Conclusion 

1. European Regulation (EC) No. 1907/2006 (REACH) Annex XVII and its 
amendment (EU) 2018/2005 – Phthalates content in the specified specimen(s) as 
listed 

PASS 

2. Di-n-hexyl phthalate (DnHP) Content in the specified specimen(s) as listed SEE RESULT  

 
******** FOR FURTHER DETAILS, PLEASE REFER TO THE FOLLOWING PAGE(S) ******** 

 
 
Signed for and on behalf of 
SGS-CSTC Standards Technical  
Services Co., Ltd. Shenzhen Branch Testing Center 

 

 

________________________  
Qu Ping, Kiky  
Dept. Manager  
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Results: 
      
1. European Regulation (EC) No. 1907/2006 (REACH) A nnex XVII and its amendment (EU) 2018/2005 – 
Phthalate content  
  
Method: With reference to CPSC-CH-C1001-09.4 
Analysis was performed by Gas Chromatography Mass Spectrometer (GC-MS)  
               
Materials can be placed in the mouth for toys & childcare articles 
  

Test Item(s) CAS No. Result (s) (%) 

MDL 
(%) 

Permissible 
Limit (%) 

Alias No. -- 1 1 

Tracing No. -- 1 2 

Specimen No. -- 1 2 

Dibutyl Phthalate (DBP) 84-74-2 ND ND 0.003 0.1 

Benzylbutyl Phthalate (BBP) 85-68-7 ND ND 0.003 0.1 
Di-(2-ethyl hexyl) phthalate (DEHP) / 
Dioctyl Phthalate (DOP) 117-81-7 ND ND 0.003 0.1 

Diisononyl Phthalate (DINP) 28553-12-0 
68515-48-0 ND ND 0.010 -- 

Di-n-octyl Phthalate (DNOP) 117-84-0 ND ND 0.003 -- 

Diisodecyl Phthalate (DIDP) 26761-40-0 
68515-49-1 ND ND 0.010 -- 

Diisobutyl phthalate (DIBP) 84-69-5 ND ND 0.003 0.1 

Total (DBP+BBP+DEHP+DIBP) ND ND -- 0.1 

Total (DINP+DNOP+DIDP) ND ND -- 0.1 
  
Specimen Description: 

1. Yellow plastic (Body) + White plastic (Body) + Blue plastic (Body) 

2. Grey plastic (Body) + Red plastic (Body) + Light purple plastic (Body) 

 
      
Note: - ND = Not Detected (lower than MDL) 

 - MDL = Method Detection Limit  

 - % = percentage by weight 

 - Results shown as ND are ignored in the sum calculation 

 - The result(s) is (are) calculated using the total specimen weight for composite test 

     
      
  



                                                                                  
 

 Test Report  No. T51910270372TC Date:  AUG 12, 2019        Page 3 of 4 

 

 
2. Di-n-hexyl phthalate (DnHP) content 
             
Method: With reference to CPSC-CH-C1001-09.4 
Analysis was performed by Gas Chromatography Mass Spectrometer (GC-MS) 
               

Test Item(s)  CAS No.  Result(s)  (%) 
MDL 
(%) 

Specimen No.  -- 1 2 
Alias No.  -- 2 2 
Tracing No.  -- 1 2 
Di-n-Hexyl phthalate (DHP/DnHP) 84-75-3 ND ND 0.003 

                 
Specimen Description: 

1. Yellow plastic (Body) + White plastic (Body) + Blue plastic (Body) 

2. Grey plastic (Body) + Red plastic (Body) + Light purple plastic (Body) 

                
Note: - % = percentage by weight 

 - MDL = Method Detection Limit 

 - ND = Not Detected (lower than MDL) 

 - The result(s) is (are) calculated using the total specimen weight for composite test  
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Sample Picture (As received) 
Pic.1 Pic.2 

  
Pic.3 

 
 

SGS authenticate the photo on original report only 
 

*** End of Report *** 
 


		2019-08-12T10:22:47+0800
	Shenzhen
	SGS officially issued document




