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Applicant : Shenzhen Dayunlinks Co., ltd

Address : 30th Park West Zhangbei Yuanhu Road Longcheng Street Longgang
District Shenzhen City 518000 GuangDong Province China

The submitted sample and sample information was/were submitted and identified by/on the behalf
of the client
Sample name : baby monitor

Testing type / model : BM-5APD101

Additional type / model : Please refer to the next pages.

Manufacturer : Shenzhen Dayunlinks Co., ltd

Address : 30th Park West Zhangbei Yuanhu Road Longcheng Street Longgang
District Shenzhen City 518000 GuangDong Province China

Sample received date : Mar. 10, 2020

Testing period : Mar. 10, 2020 - Mar. 17, 2020

Test requested : 1. As specified by client, to screen Lead(Pb), Cadmium(Cd),
Mercury(Hg), Chromium(Cr) and Bromine(Br) in the submitted
sample(s) by XRF.
2. As specified by client, when screening results exceed the XRF
screening limit in IEC 62321-3-1:2013, further use of chemical
methods are required to test the Lead(Pb), Cadmium(Cd),
Mercury(Hg), Hexavalent Chromium(Cr(VI)), Polybrominated
Biphenyls(PBBs), Polybrominated Diphenyl Ethers(PBDEs) in the
submitted samples.
3. As specified by client, to test the Di-isobutyl phthalate(DIBP),
Dibutyl phthalate(DBP), Benzyl butyl phthalate(BBP),
Bis(2-ethyl(hexyl) phthalate)(DEHP) in the submitted sample(s).

According to the RoHS Directive 2011/65/EU and amendment Commission Delegated
Directive (EU) 2015/863

*****For more detailed information, please refer to the next page*****
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