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Applicant： JIANGSU TOP BRIGHT WISDOM INFORMATION Date： 28 Apr, 2017 
 TECHNOLOGY CO., LTD. 

NORTH WENZHOU ROAD, SHUYANG ECONOMIC 
DEVELOPMENT ZONE, JIANGSU PROVINCE,CHINA 

 

 Attn：  GUO DENG FENG 
  

 

Sample Description： 
One (1) style of submitted sample said to be ： 
Item Name ： Plywood. 
Country Of Origin ： China. 

******************************************************************************************************************************************************* 
Tests Conducted： 

As requested by the applicant, for details refer to attached page(s). 
******************************************************************************************************************************************************* 

Conclusion： 
Tested Sample  Test Item  Result 
Tested component of submitted 
sample 

 Formaldehyde release content  See Test 
Conducted 

******************************************************************************************************************************************************* 
To be continued 
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Formaldehyde Release Content 
 

As per test method EN 717-3:1996, formaldehyde release content was determined by UV-Visible  Spectrophotometer(UV-
Vis) analysis. 

  
Moisture Content：10 % 

 
Result：14 mg/kg 

 
Remark：Detection Limit = 5 mg/kg (based on dry weight) 
 
Date sample received:：Apr.21, 2017 
Testing period： Apr.21, 2017 To Apr.26, 2017  

******************************************************************************************************************************************************* 
To be continued 
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******************************************************************************************************************************************************* 

End of report 
  
 
This report is made solely on the basis of your instructions and/or information and materials supplied by you. It is not intended to be a recommendation for any particular 
course of action.   Intertek does not accept a duty of care or any other responsibility to any person other than the Client in respect of this report and only accepts liability 
to the Client insofar as is expressly contained in the terms and conditions governing Intertek's provision of services to you.  Intertek makes no warranties or 
representations either express or implied with respect to this report save as provided for in those terms and conditions. We have aimed to conduct the Review on a 
diligent and careful basis and we do not accept any liability to you for any loss arising out of or in connection with this report, in contract, tort, by statute or otherwise, 
except in the event of our gross negligence or wilful misconduct. 
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